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PRATT&WHITNEY

400 Main Street
East Hartford. Connecticut 06108

samuary 8, 1991 ’ RECEIVED

JAN 08 591
Ms. Lynn M. Clune
Engineer DEP- Waste Managemem Bureau
Waste Engineering & Enforcement Division Waw&maﬂﬁﬁSMmmmm
Department of Environmental Protection

165 Capitol Avenue p}br%)'ijiizﬁ)il
Hartford, Connecticut 06106 } ' 4
L fl.L,a_ﬂ_« o ;‘

Ref: 1 RCRA Part B Application Revision T f % i -
Pratt & Whitney East Hartford CTD990672081 RPMS 2333

2 Letter R. C. Weiss, to L. M. Clune, dated 1/3/91
Dear Ms. Clune:

In response to Reference 2 above we are submitting to you one (1)
supplement to accompany the copy of the RCRA Part B Permit
Application revisions for the Pratt & Whitney facility at 400 Main
Street, East Hartford, Connecticut. We have discovered within the
recent revisions the submission of an incomplete table. To amend
this situation a complete table 7 of Appendix C-5 is being sent to
you as a replacement for the original revised Appendix C-5. This
appendix contains container compatibility listings information. A
copy of these new revisions is being mailed to John Podgurski,
USEPA.

Thank you for your cooperation and assistance. If you have any
questions, please contact Merwin Andrew at 565-3425.

7 S & ﬁ

P. G. Guilmette
Facilities & Services

Very truly yours,

PGG/

cc: John Podgurski, USEPA - Letter & Application Revisions
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990
1TEM DESCRIPTION COMPATIBLE MATERIALS
0001 NITRIC ACID (PMC 1000) PVC TO 70%,CPVC YO 70X,PP TO 50X%,PVDF TO 70X,LDPE TO 50%,HDPE TO 30X,HALAR,SS TO 50X
0001 NITRIC ACID (PMC 1000)
0002 CHROMIC ACID (PMC 1001) PVC,CPVC,PP,PVDF, LDPE, HDPE , HALAR
0003 MURIATIC ACID (PMC 1002) PVC,CPVC,PP TO 3BX,PVDF T0 38%,LDPE,NDPE,HALAR
0003 MURIATIC ACID (PMC 1002)
0008 HYDROFLUORIC ACID PVC TO 75X,CPVC 1O 75%,PP TO 75X,PVDF TO SOX,LDPE TO S0X,HDPE TO 50%,HALAR
0014 OXALIC ACID (PMC 1016) PVC,CPVC,PP,PVDF,LDPE TO 50%,HDPE TO SOX,HALAR,SS
0022 SULFURIC ACID PVC TO 93%,CPVC TO 93X,PP TO 95%,PVDF TO 98X,LDPE TO 70%,HOPE TO 70X, HALAR
0023 ALKALI CLEANER (LIGHT DUTY) (PMC 1252) PVC,CPVC,PVDF,HALA ,CS
0025 ALKALI CLEANER (LIGHT DUTY)(PMC 1255) PVC,CPVC,PP,PVDF, LDPE, HDPE, HALAR, SS
0026 ALKALI CLEANER (HEAVY DUTY) PVC,CPVC,PP,PVDF ,LDPE ,HOPE,HALAR,SS
003S ALKALINE RUST REMOVER (PMC 1269) PVC,CPVC,PP,PVDF  LDPE, HOPE , HALAR, SS
0038 ALKALT CLEANER (PMC 1272) PVC,CPVC
0047 ALKAL! CLEANER (SPRAY WASHER TYPE)(PMC 1282) PVC,CPVC,PP,PVDF, LDPE ,HOPE, HALAR,SS,CS
0049 ALKAL! CLEANER (GEN. PURP.) (PMC 1284)
0075 BLACK OXIDE SALTS (FUSED)(PMC 1504) PVC,CPVC,PP,PVDF,HALAR,SS,CS
0076 SODIUM CYANIDE (PMC 1505) PVC, CPVC, PP, PVDF, LDPE , HDPE, HALAR, SS,CS
0081 SODIUM CARBONATE (PMC 1510) PVC,CPVC,PP,PVDF, LDPE, HDPE, HALAR, SS,CS
0084 SILVER PLATE BRIGHTENER (PMC 1513) PVC,CPVC,PP,PVDF ,LDPE,HDPE ,HALAR, SS
0088 ROCHELLE SALT (PMC 1518)
0119 SULFAMIC ACID (PMC 1550) PVC,PP
0127 SODIUM NITRITE (PMC 1558) PVC,CPVC, PP,PVDF, HALAR,SS, CS
0129 SODIUM NITRATE (PMC 1560) PVC,CPVC,PP,PVDF,HALAR,SS,CS
0130 SODIUM CITRATE (PMC 1561) PVC, CPVC, PP, PVDF , LDPE, HDPE, HALAR, S, CS
0133 SALT/DESCALING TITANIUM/TI ALLOY PT (PMC 1566) PVC,CPVC,PP,PVDF ,LDPE, HDPE, HALAR,SS,CS
0144 CAUSTIC SODA (PMC 1601) PVC,CPVC,PP,PVDF, LDPE, HDPE, HALAR, SS
0144 CAUSTIC SODA (PMC 1601)
0149 POTASSIUM HYDROXIDE (PMC 1606) PVC,CPVC,PP,PVDF,LDPE,HDPE,HALAR,SS,CS
0193 WETTING AGENT (PMC 1610)
0167 CHROMATE CONVERSION SALTS-ALUMINUM (PMC 1631) PVC,CPVC,PP,PVDF LDPE, HOPE , HALAR
0199 AMMONIUM HYDROXIDE, CONCENTRATED (PMC 1667) PVC,CPVC,PP,PVDF,LDPE,HDPE, HALAR,SS
0199 AMMONIUM HYDROXIDE, CONCENTRATED (PMC 1667)
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
0200 AMMONIUM HYDROXIDE, DILUTE (PMC 1668) PVC,CPVC,PP,PVDF,LDPE , HDPE, HALAR,SS
0200 AMMONIUM HYDROXIDE, DILUTE (PMC 1668) PVC,CPVC,PP,PVDF,LDPE, HDPE , HALAR, SS
0220 CHROMATE CONVERSION SALTS-MAGNESIUM (PMC 1690) PVC,CPVC,PP,PVDF,LDPE, HDPE , HALAR
0249 EPOXY RESIN (PMC 1727) PP

0259 IND X-RAY AUTO DEVLP REPLN SOLU. (PMC 1739) PVC,CPVC,PVDF,PP,LDPE, HDPE, HALAR,SS
0269 SCREENDED CRUDE SULFUR (PMC 1753) PVC, HALAR

0315 CHEMICAL MILLING MASKANT (PMC 1801) PP,PVDF,LDPE, HDPE , HALAR,SS,CS

0316 SO0 IUM HYDROXIDE (LIQUID) (PMC 1803) PVC,CPVC,PVDF,PP,LDPE, HOPE , HALAR, SS
0316 SODIUM HYDROXIDE (LIQUID)(PMC 1803)

0317 INDUST. X-RAY AUTO FIXER SOLU (PMC 1804) PVC,CPVC,PP,PVDF,LDPE, HOPE ,HALAR,SS
0317 INDUST. X-RAY AUTO FIXER SOLU (PMC 1804)

0317 INDUST. X-RAY AUTO FIXER SOLU (PMC 1804)

0317 INDUST. X-RAY AUTO FIXER SOLU (PMC 1804)

0319 SODIUM HYDROXIDE (PMC 1807) PVC,CPVC,PP,PVDF,LDPE  HDPE, HALAR, SS
0319 SODIUM HYDROXIDE (PMC 1807)

0333 X-RAY ACETIC ACID STOP BATH (PMC 1821) PVC,CPVC,PP,PVDF,LDPE, HDPE ,HALAR,SS
0335 GLASS CERAMIC PRECOAT (GREEN)(PMC 1823) PVDF, HALAR

0336 GLASS CERAMIC PRECOAT (YELLOW)(PMC 1824) PP,PVDF, HALAR

0562 LIQUID POLISHING COMPOUND (PMC 3134)

0573 POWDER-CONFINED ABRISIVE FINISH. (PMC 3144)

0616 LAYOUT AND IDENTIFICATION DYE (PMC 4039) PVDF,SS,CS

0617 PURPLE MARK INK-PORUS RUB STMPS (PMC 4040)

0619 PURPLE INK SOLV. (ETH GLY MON ETH) (PMC 4042)

0630 INK, METAL MARKING (PMC 4057) PP,PVDF .

0684 COMP, PROGTEC, STRIP (HOT DIP) (PMC 4153) ’

0688 CEMENT (DECALCOMANIA) (PMC 4158) PP,PVDF,LDPE, HDPE , HALAR, CS

0890 POTASSIUM HYDROXIDE (PMC 7029) PVC,CPVC,PP,PVDF,LDPE, HDPE, HALAR,SS,CS
0890 POTASSIUM HYDROXIDE (PMC 7029)

0890 POTASSIUM HYDROXIDE (PMC 7029)

0893 SOLVENT, STODDARD (PMC 9001) PVDF,HALAR,CS

0893 SOLVENT, STODDARD (PMC 9001)

0893 SOLVENT, STODDARD (PMC 9001)
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
0893 SOLVENT, STODDARD (PMC 9001)
0894 OIL, MINERAL SEAL (PMC 9002) PVC,CPVC,PP,PVDF,HALAR,CS
0895 TRICHLOROETHYLENE (LOW RESIDUE)(PMC 9003) PP,PVDF,LDPE, HDPE, SS,CS
0899 ACETONE (PHENOL FREE) (PMC 9008) HALAR,SS,CS
0899 ACETONE (PHENOL FREE) (PMC 9008)
0901 PETROLEUM SOLVENT (PMC 9010) PVDF,HALAR,CS
0901 PETROLEUM SOLVENT (PMC 9010)
0901 PETROLEUM SOLVENY (PMC 9010)
0903 PERCHLOROETHYLENE, RECLAIM. (PMC 9015) Ss,Cs
0903 PERCHLOROETHYLENE, RECLAIM. (PMC 9015)
0903 PERCHLOROETHYLENE, RECLAIM. (PMC 9015)
0903 PERCHLOROETHYLENE, RECLAIM. (PMC 9015)
0904 KEROSENE (PMC 9021) PVC, CPVC, PP, PVDF, HALAR, CS
0905 THINNER, LACQUER (GEN. PURP.)(PMC 9022) PVDF, HALAR, CS
0905 THINNER, LACQUER (GEN. PURP.)(PMC 9022)
0905 THINNER, LACQUER (GEN. PURP.)(PMC 9022)
0914 CLEANER, BUFFERED ALKALI (PMC 9046)
0919 ELECTRIC MOTOR CLEANER (PMC 9054) PVODF ,HALAR,SS,CS
0921 1,1,1-TRICHLOROETHANE (RECLAIM.)(PMC 9056) HALAR, SS
0921 1,1,1-TRICHLOROETHANE (RECLAIM.)(PMC 9056)
0921 1,1,1-TRICKLOROETHANE (RECLAIM.)(PMC 9056)
0922 ALKALINE DRAWING COMPOUND REMOVER (PMC 9057) PVC,CPVC,PP,PVDF,LPDE,HDPE,HALAR, SS
0940 METHYL ETHYL KETONE (PMC 9076) PP, HALAR
0940 METHYL ETHYL KETONE (PMC 9076)
0940 METHYL ETHYL KETONE (PMC 9076)
0943 ALKALINE RUST STRIPPER (PMC 9081) PVC,CPVC,PP, PVDF, LPDE, HDPE, HALAR, SS, CS
0949 TRICHLOROTRIFLOROETHANE RECLAIM. (PMC 9087)
0949 TRICHLOROTRIFLOROETHANE RECLAIM. (PMC 9087)
0949 TRICHLOROTRIFLOROETHANE RECLAIM. (PMC 9087)
0949 TRICHLOROTRIFLOROETHANE RECLAIM. (PMC 9087)
0949 TRICHLOROTRI FLOROETHANE RECLAIM. (PMC 9087)
0950 PERCHLORETHYLENE, CAPOR DEGREASER (PMC 9088) cs
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990
1TEM DESCRIPTION COMPATIBLE MATERIALS
0951 METHANOL (PMC 9089) PVC,CPVC, PP, PVDF, LDPE, HDPE, SS
0956 ISOPROPYL ALCOHOL, TECH. GRADE (PMC 9094) PVC,CPVC,PP,SS
0957 METAL CLEANER (PMC 9095) PVC,CPVC,PP,PVDF , LDPE , HDPE , HALAR
0963 SFT FM COR X COMP MIL-CL11796 (PMC 9109) PVC, HALAR
0970 COR PREV COMP FNGRPRNT (PMC 9118) PVDF, HALAR, CS
0983 GRINDING/HONING COMP OlL (PMC 9203) PVC,CPVC,PP,PVDF, LDPE, HOPE , HALAR
0983 GRINDING/HONING COMP OlL (PMC 9203)
0983 GRINDING/HONING COMP Ot (PMC 9203)
0985 GRIND. COMP, OIL-TYPE (STAND. DTY)(PMC 9205)
0993 ELECTRIC DISCHARGE MACH. FLUID (PMC 9235) PVC,CPVC,PVDF, HALAR
0993 ELECTRIC DISCHARGE MACH. FLUID (PMC 9235)
0993 ELECTRIC DISCHARGE MACH. FLUID (PMC 9235)
0999 HI SPD CUT OIL/HVY DTY APPLICAT (PMC 9253) PVC,CPVC, PP, PVOF, HALAR
0999 Hl SPD CUT OIL/HVY DTY APPLICAT (PMC 9253)
1000 LOW SPD CUT OIL/HVY DTY APPLICAT (PMC 9253)
1000 LOW SPD CUT OIL/HVY DTY APPLICAT (PMC 9253)
1003 GRINDING COMPOUND, OIL TYPE (PMC 9259) PVC,CPVC,PP,PVDF, HALAR
1003 GRINDING COMPOUND, OIL TYPE (PMC 9259)
1003 GRINDING COMPOUND, OIL TYPE (PMC 9259)
1022 INHIBITED ETHYLENE GLYCOL (PMC 9380) PVC,CPVC,PP,PVDF,LPDE, HDPE , HALAR, SS
1022 INHIBITED ETHYLENE GLYCOL (PMC 9380)
1030 FLUGRESCENT EMULSIFIER (PMC 9408)
1056 RED DYE (PMC 9505)
1085 MASKING WAX COMPOUND (PMC 9551)
1085 MASKING WAX COMPOUND (PMC 9551)
1126 TABLE WAY OIL (PMC $600) PVC, HALAR
1130 WHITE PETROLEUM (PMC 9609)
1210 BRAZING ALLOY (GREEN STOP PVC,CPVC,PP,PVDF,LPDE, HOPE , HALAR, SS
1216 HYDRAULIC OIL (PMC 9805)
1216 HYDRAULIC OIL (PMC 9805)
1216 HYDRAULIC OIL (PMC 9805)
1216 HYDRAULIC OIL (PMC 9805) cs,ss
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUY
DECEMBER 1990

1TEM DESCRIPTION COMPATIBLE MATERIALS
1217 LUBRICATING & HYDRAULIC OIL (PMC 9807) PVC, HALAR, CS
1217 LUBRICATING & HYDRAULIC OIL (PMC 9807)
1218 HYDRAULIC OIL (600 SECOND VISCOSITY)(PMC 9810) PVC, CPVC, PP, PVDF , HALAR
1226 HYDRAULIC OIL, 150 SUS (PMC 9826) PVC, PP, HALAR
1232 INHIBITED HYDRAULIC OIL (PMC 9834) PVDF , HALAR
1232 INHIBITED HYDRAULIC OIL (PMC 9834)
1236 HYD FLUID, FIRE RESIS VISC (PMC 9843)
1251 AUTOMOTIVE CRANKCASE OIL (SAE 30)(PMC 9859)
1253 VACUUM PUMP OIL (PMC 9862) PVC,CPVC,PP,PVDF,HALAR,CS
1253 VACUUM PUMP OIL (PMC 9862)
1261 OIL, AUTOMOTIVE ENGINE LUB SAE 30 PVC, HALAR
127 SILICONE LIQUID (PMC 9890)
1305 PARTING COMPOUND (PMC 9963) PVC, CPVC, PP, PVDF , LDPE, HDPE, CS
1314 DEVELOPER (PMC 4381)
1501 ANODIZING SOLUTION (PS 1) PVC, CPVC, PP, PVDF, LDPE, HDPE , HALAR
1501 ANODIZING SOLUTION (PS 1)
1502 MURIATIC ACID SOLUTION-20% (PS 3) PVC,CPVC,PP,PVDF, LDPE, HDPE , HALAR
1507 NITRIC ACID SOLUTION - 10% (PS 9) PVC,CPVC,PP, PVDF, LDPE, HDPE , HALAR, S
1509 NITRIC ACID SOLUTION - 50X (PS 11) PVC,CPVC,PP,PVDF , LDPE, HDPE , HALAR, SS
1509 NITRIC ACID SOLUTION - 50% (PS 11)
1509 NITRIC ACID SOLUTION - 50% (PS 11)
1509 NITRIC ACID SOLUTION - 50% (PS 11)
1509 NITRIC ACID SOLUTION - 50% (PS 11)
1509 NITRIC ACID SOLUTION - 50% (PS 11)
1510 PHOSPHORIC ACID SOLUTION - 70% (PS 12) PVC, CPVC, PP, PVDF, LDPE , HDPE , HALAR, S
1510 PHOSPHORIC ACID SOLUTION - 70% (PS 12)
1512 NICKEL STRIKE SOLUTION (PS 14) PVC,CPVC,PP,PVDF, LDPE, HDPE, HALAR, SS
1522 SULFURIC ACID SOLUTION - 40X (PS 25) PVC,CPVC,PP,PVDF , LDPE, HDPE , HALAR
1522 SULFURIC ACID SOLUTION - 40% (PS 25)
1527 INHIBITED ACID SOLUTION - 100X (PS 31) PVC, CPVC, PP, PVDF, LDPE, HDPE, HALAR
1527 INHIBITED ACID SOLUTION - 100% (PS 31)
1527 INHIBITED ACID SOLUTION - 100X (PS 31)
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990
1TEM DESCRIPTION COMPATIBLE MATERIALS
1527 INHIBITED ACID SOLUTION - 100X (PS 31)
1531 CHROMATE CONVERSION SOLUTION (PS 36) PVC,CPVC,PP,PVDF, LDPE, HDPE, HALAR, SS
1532 ACIO CLNR/WELDABLE AMS4026 AL ALLY (PS 37) PVC,CPVC,PP,PVDF,LDPE, HDPE, HALAR, SS
1533 TITANIUM ETCHING SOLUTION (PS 38) PVC,CPVC,PP,PVDF, LDPE, HDPE , HALAR
1540 INKIBITED ACID SOLUTION (PS 47) PVC, CPVC, PP, PVDF, LDPE, HDPE, HALAR, SS
1541 NITRIC-HYDROFLUORIC SOLUTION (PS 48) PVC, CPVC, PP, PVDF , LDPE, HDPE , HALAR
1541 NITRIC-HYDROFLUORIC SOLUTION (PS 48)
1541 NITRIC-HYDROFLUORIC SOLUTION (PS 48)
1542 HYDROFLUORIC-NITRIC ACID SOLU. (PS 49) PVC,CPVC, PP, PVDF, LDPE , HDPE , HALAR
1542 HYOROFLUORIC-NITRIC ACID SOLU. (PS 49)
1543 SULFURIC ACID SOLUTION - 10% (PS 50) PVC,CPVC,PP, PVDF , LDPE, HDPE , HALAR
1543 SULFURIC ACID SOLUTION - 10X (PS 50)
1545 CAUSTIC SODA SOLUTION - 3X (PS 52) PVC,CPVC,PP, PVDF, LDPE, HDPE, HALAR, SS, CS
1545 CAUSTIC SODA SOLUTION - 3X (PS 52)
1546 MURIATIC ACID - 65% (PS 53) PVC, CPVC, LDPE, HDPE
1546 MURIATIC ACID - 65% (PS 53)
15646 MURIATIC ACID - 65% (PS 53)
1546 MURIATIC ACID - 65% (PS 53)
1547 SULFURIC-HYDROFLUORIC ACID SOLU. (PS 54) PVC,CPVC,PP,PVDF,LDPE, HDPE , HALAR
1557 ANODIZE SEAL SOLUTION (PS 66) PVC,CPVC, PP, PVDF , LDPE, HDPE , HALAR, SS
1557 ANODIZ2E SEAL SOLUTION (PS 66)
1583 ALKALI CLEANER (HEAVY DUTY) (PS 101) PVC,CPVC,PP, PVDF,LDPE, HDPE, HALAR, SS
1583 ALKALI CLEANER (HEAVY DUTY) (PS 101)
1583 ALKALI CLEANER (HEAVY DUTY) (PS 101)
1585 ALUMINUM BRAZING SALT BATH (PS 103) PVC,CPVC,PP, PVDF,LDPE, HDPE, HALAR, SS
1593 PAINT STRIPPING SOLUTION (PS 110) PVC,CPVC,PP,PVDF,LDPE, HDPE, HALAR, S5, CS
1594 SILVER-COPPER-PALLADIUM BRAZE ALLOY (PS 112) PVDF, HALAR, SS
1597 CHROMIUM PLATING SOLUTION (PS 115) PVC,CPVC,PP,PVDF, LDPE, NDPE , HALAR
1598 CHROMIC ACID SOLUTION (PS 116) PVC,CPVC,PP, PVDF, LDPE, HDPE , HALAR
1601 CHROMIUM PLATING SOLUTION (PS 119) PVC,CPVC, PP, PVDF, LDPE, HDPE , HALAR
1601 CHROMIUM PLATING SOLUTION (PS 119)
1604 COPPER STRIP SOLU. (NONELECTROLYT)(PS 122) PVC,CPVC, PP, PVDF, LDPE, HDPE , HALAR, SS,CS
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MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD,' CONNECTICUT

DECEMBER 1990
1TEM DESCRIPTION COMPATIBLE MATERIALS
1607 NITRIC ACID SOLU. - 20% (AIRPORTS)(PS 126) PVC,CPVC, PP, PVDF, LDPE, HDPE, HALAR, S$
1607 NITRIC ACID SOLU. - 20X (AIRPORTS)(PS 126)
1607 NITRIC ACID SOLU. - 20X (AIRPORTS)(PS 126)
1612 PAINT STRIPPING SOLUTION (PS 131) PVC,CPVC, PP, PVOF, LPDE, HOPE , HALAR, SS
1612 PAINT STRIPPING SOLUTION (PS 131)
1628 ANOD12E SEALING SOLUTION (PS 148) PVC,CPVC, PP, PVDF, LPDE, HDPE, HALAR, SS
1649 ALKALI SMUT REMOVAL SOLUTION (PS 211) PVC,CPVC,PP,PVDF,LDPE, HOPE , HALAR
1649 ALKALI SMUT REMOVAL SOLUTION (PS 211)
1652 ALKALI CLEAN. (HVY DTY) DRAWING COM (PS 214)
1653 ALKALIT CYANDIE CLEAN. SOLU (HVY DTY)(PS 215) PVC,CPVC, PP, PVDF, LDPE, HOPE , HALAR, SS
1657 DESCALING SOLUTION (PS 222) PVC,CPVC,PP,PVDF, LDPE , HDPE, HALAR, SS
1657 DESCALING SOLUTION (PS 222)
1657 DESCALING SOLUTION (PS 222)
1657 DESCALING SOLUTION (PS 222)
1657 DESCALING SOLUTION (PS 222)
1657 DESCALING SOLUTION (PS 222)
1660 11% SODIUM HYDROXIDE SOLUTION (PS 225) PVC, CPVC,PP, HALAR, SS
1660 11X SODIUM HYDROXIDE SOLUTION (PS 225)
1674 CHEMICAL MILLING SOLUTION (PS 249) PVC,CVPC, PP, PVDF, LDPE, HOPE , HALAR, SS
1674 CHEMICAL MILLING SOLUTION (PS 249)
1677 WATER INHIBITOR SOLUTION (PS 253) PVC,CPVC, PP, PVDF, LDPE, HDPE, HALAR, SS
1678 ALKALI CLEANER SOLUTION (PS 254) PVC,CPVC, PP, PVDF, LDPE, HDPE, HALAR, SS
1689 SULFURIC ACID-SODIUM DICHROMATE SOL (PS 267) PVC, CPVC, PP, PVDF , LDPE, HDPE , HALAR
1690 ELECTROCHEMICAL MACHINING (PS 269) PVC, CPVC, PP, PVDF, LDPE, HDPE, HALAR
1701 ALCOMOL WATER RINSE (PS 279) PP,PVDF,LDPE, HDPE, SS,CS
1703 COLUMBIUM CLEANING SOLUTION (PS 281) PVC,CPVC,PP,PVDF, LDPE, HDPE , HALAR
1711 CYANIDE SOLUTION (PS 302) PVC,CPVC, PP, PVDF, LDPE, HOPE, HALAR, SS, CS
1715 SILVER PLATE SOLUTION (PS 306) PVC,CPVC,PP,PVDF, LDPE, HDPE , HALAR, SS
1718 COPPER PLATING SOLUTION (PS 309) PVC, CPVC, PP, PVDF, LDPE, HDPE, HALAR, SS,CS
1719 COPPER & SILVER STRIP SOLUTION (PS 310) PVC,CPVC,PP,PVDF, LDPE, HDPE, HALAR, SS, CS
1725 NICKEL STRIP SOLUTION (PS 316) PVC,CPVC,PP,PVDF, LDPE, HDPE, HALAR, SS
1730 NICKEL PLATING SOLUTION (SULFAMATE)(PS 321) PVC,CPVC, PP, PVDF, LDPE, HDPE, HALAR, SS
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1730
1730
17640
1740
1740
1749
1749
1749
1749
1760
1762
1764
1764
1766
1766
1766
1766
1782
1787
1787
1789
1810
1813
1814
1815
1818
1821
1821
1821
1822
1825
1827
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NICKEL PLATING SOLUTION (SULFAMATE)(PS 321)
NICKEL PLATING SOLUTION (SULFAMATE)(PS 321)
CORCRALY CTRIPPING SOLUTION (PS 331)
CORCRALY CTRIPPING SOLUTION (PS 331)
CORCRALY CTRIPPING SOLUTION (PS 331)

ALKAL1 CLEANER (GEN. PURPOSES)(PS 343)
ALKALT CLEANER (GEN. PURPOSES)(PS 343)
ALKAL] CLEANER (GEN. PURPOSES)(PS 343)
ALKALI CLEANER (GEN. PURPOSES)(PS 343)
COPPER STRIP SOLUTION (PS 481)

CHROMATE CONVERSION SOLUTION IMMERS (PS 486)
CHROMIC-PHOSPHORIC ACID ANODIZE SOL (PS 488)
CHROMIC-PHOSPHORIC ACID ANODIZE SOL (PS 488)
FERRIC CHLORIDE SOLUTION (PS 503)

FERRIC CHLORIDE SOLUTION (PS 503)

FERRIC CHLORIDE SOLUTION (PS 503)

FERRIC CHLORIDE SOLUTION (PS 503)

CADMIUM STRIP SOLUTION (PS 590)

ANODIZE TOUCH-UP SOLUTION IMMER MET (PS 605)
ANODIZE TOUCH-UP SOLUTION IMMER MET (PS 605)
ANDOIZE TOUCH-UP SOLU. BRSH/SWAB (PS 607)
ETCH INSPECTION ACID SAL SOLU. (PS 631)
TITANIUM ANODIZING SOLUTION (PS5 634)

NITRIC ACID SOLUTION - 70X (PS 635)
HYDROCHLORIC ACID SOLUTION - 100X (PS 636)
HYDROPHILIC EMULSIFIER SOLUTION (PS 639)
NICKEL STRIP SOLUTION (NON CYANIDE)(PS 644)
NICKEL STRIP SOLUTION (NON CYANIDE)(PS 644)
NICKEL STRIP SOLUTION (NON CYANIDE)(PS 644)
HYDROFLUORIC-NITRIC ACID SOLU. (PS 645)
NITRIC-HYDROFLUORIC SOLUTION (PS 648)
INHIBITED ACID SOLUTION - 10X (PS 653)

PVC, CPVC, PP, PVDF, LDPE , HDPE , HALAR

PVC,CPVC,PP, PVDF, LDPE, HOPE , HALAR
PVC,CPVC,PP,PVDF, LDPE, HOPE , HALAR
PVC,CPVC,PP,PVDF, LDPE, HOPE , HALAR

PVC,CPVC,PP,PVDF,LDPE, HDPE , HALAR

PVC, CPVC, PP, PVDF , LDPE , HDPE , HALAR, SS
PVC, CPVC, PP, PVDF , LDPE , HDPE , HALAR

PVC,CPVC,PP,PVDF, LDPE, HDPE , HALAR
PVC, CPVC, PP, PVDF , LDPE, HDPE , HALAR, SS
PVC, CPVC, PP, PVDF , LDPE, HDPE , HALAR, SS
PVC, CPVC, PP, PVDF , LDPE , HDPEHALAR, $S
PVC, CPVC, HALAR

PVC, CPVC, PP, PVDF , LDPE, HDPE , HALAR, SS
PVC, CPVC, PP, PVOF , LDPE , HDPE , HALAR, SS

PVC, CPVC, PP, PVDF , LDPE, HDPE , HALAR
PVC,CPVC, PP, PVDF ,LDPE , HOPE , HALAR
PVC, CPVC, PP, PVDF , LDPE,, HOPE , HALAR



) )
TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT

DECEMBER 1990
ITEM DESCRIPTION COMPATIBLE MATERIALS
2093 COATING, DIFFUSED ALUMIMNIDE (PS 273) PVC,CPVC,PP,PVDF, LDPE, HDPE ,HALAR
2151 SILICONE RUBBER COMPOUND (PWA 403)
2160 ADHESIVE/SEALANT (PWA 416) PP,LDPE,HALAR,SS,CS
2160 ADHESIVE/SEALANT (PWA 416)
2162 LIQUID EPOXY RESIN (PWA 421) PP,PVOF
2162 LIQUID EPOXY RESIN (PWA 421)
2233 COMPOUND, ANTI GALLING (PWA 550) PP,PVDF,LDPE,HDPE , HALAR, SS
2452 LUBRICANT AIRCRAFT TURBINE ENGINE (PWA 521) LDPE, HDPE ,PVDF
2452 LUBRICANT AIRCRAFT TURBINE ENGINE (PWA 521)
2457 ANT] GALLING COMPOUND (PWA 586) PP,LDPE ,HALAR,CS
2465 INDUSTRIAL WASTE FILTER CAKE (PWA 275) PVC,CPVC,PP,PVDF, HALAR
2465 INDUSTRIAL WASTE FILTER CAKE (PWA 275)
2465 INDUSTRIAL WASTE FILTER CAKE (PWA 275)
2465 INDUSTRIAL WASTE FILTER CAKE (PWA 275)
2465 INDUSTRIAL WASTE FILTER CAKE (PWA 275)
2467 ALUMINUM COATING (PWA 595) PVC,CPVC,PP,PVDF, LDPE, HDPE ,HALAR
2470 ABLATIVE COATING COMPOUND (PWA 36752) LDPE,HALAR,SS,CS
3001 WAX/PERCHLOR (RECLAIMABLE) LOPE, HDPE, SS,CS
3002 WAX/PERCHLOR (DISPOSAL) ss,Cs
3002 WAX/PERCHLOR (D1SPOSAL)
3002 WAX/PERCHLOR (DISPOSAL)
3002 WAX/PERCHLOR (DISPOSAL)
3003 CHLORINATED SOLVENTS (MIXTURE) PP,PVDF,LDPE, HDPE ,HALAR ,SS,CS
3003 CHLORINATED SOLVENTS (MIXTURE)
3003 CHLORINATED SOLVENTS (MIXTURE)
3004 PAINTS AND PAINT SOLVENTS (MIXTURE) HALAR,CS,SS
3004 PAINTS AND PAINT SOLVENTS (MIXTURE)
3004 PAINTS AND PAINT SOLVENTS (MIXTURE)
3004 PAINTS AND PAINT SOLVENTS (MIXTURE)
3004 PAINTS AND PAINT SOLVENTS (MIXTURE)
3004 PAINTS AND PAINT SOLVENTS (MIXTURE)
3004 PAINTS AND PAINT SOLVENTS (MIXTURE)
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS

3004 PAINTS AND PAINT SOLVENTS (MIXTURE)

3005 CYANIDE (MIXTURE) PVC,CPVC,PP,PVDF, LDPE, HDPE , HALAR
3005 CYANIDE (MIXTURE)

3006 ZYGLO RINSE PVDF, LDPE, HDPE, HALAR, SS, CS

3006 ZYGLO RINSE

3006 ZYGLO RINSE

3006 2YGLO RINSE

3007 SOLUBLE OIL PVC,CPVC, LDPE , HDPE

3007 SOLUBLE OIL

3007 SOLUBLE OIL

3007 SOLUBLE OIL

3007 SOLUBLE OIL

3007 SOLUBLE OIL

3008 CONCENTRATED ZYGLO (MIXTURE) PVDF,LDPE ,HDPE ,HALAR, SS,CS
3008 CONCENTRATED ZYGLO (MIXTURE)

3008 CONCENTRATED 2YGLO (MIXTURE)

3010 HIGH FLASH SOLVENTS (MIXTURE) PP,PVDFLDPE, HDPE, , HALAR
3011 LOM FLASH SOLVENTS (MIXTURE) PP,PVDF, LDPE, HDPE, HALAR, SS, CS
3011 LOW FLASH SOLVENTS (MIXTURE)
3011 LOW FLASH SOLVENTS (MIXTURE)
3011 LOW FLASH SOLVENTS (MIXTURE)
3011 LOW FLASH SOLVENTS (MIXTURE)

3013 PCB CONTAMINATED BURNABLE LIQUID
3013 PCB CONTAMINATED BURNABLE LIQUID
3013 PCB CONTAMINATED BURNABLE LIQUID
3013 PCB CONTAMINATED BURNABLE LIQUID
3013 PCB CONTAMINATED BURNABLE LIQUID
3014 PCB CONTAMINATED NON-BURNABLES

3014 PCB CONTAMINATED NON-BURNABLES

3014 PCB CONTAMINATED NON-BURNABLES

3014 PCB CONTAMINATED NON-BURNABLES

3016 KOLENE SALTS PVC, CPVC, PP, PVDF, LDPE, HPDE, HALAR, SS
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
3016 KOLENE SALTS

3016 KOLENE SALTS

3016 KOLENE SALTS

3017 ACID FILTERS

3018 CYANIDE FILTERS PVC,CPVC,PP,PVDF ,LDPE, HPDE, HALAR
3018 CYANIDE FILTERS

3019 O!L FILTERS PP,CS, HALAR

3019 OlL FILTERS
3020 ACID SLUDGE
3020 ACID SLUDGE
3020 ACID SLUDGE
3020 ACID SLUDGE
3021 ALKALI SLUDGE

3021 ALKALI SLUDGE
3021 ALKALI SLUDGE
3021 ALKALT SLUDGE
3021 ALKALI SLUDGE
3021 ALKALI SLUDGE
3022 CHROME SLUDGE

3022 CHROME SLUDGE

3022 CHROME SLUDGE

3023 CYANIDE SLUDGE PVC,CPVC,PP,PVDF,LDPE, HPDE , HALAR,SS,CS
3023 CYANIDE SLUDGE

3023 CYANIDE SLUOGE

3024 OIL SLUDGE PVC,CPVC, LDPE, HDPE
3024 OIL SLUDGE

3024 OIL SLUDGE

3024 OIL SLUDGE

3024 OIL SLUDGE

3025 CARBON SLUDGE

3027 MIXED ACIDS

3027 MIXED ACIDS
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
3027 MIXED ACIDS
3027 MIXED ACIDS
3027 MIXED ACIDS
3027 MIXED ACIDS PVC,CPVC,PP,PVDF,LDPE,HDPE,HALAR,SS,CS
3028 MIXED ALKALIES
3028 MIXED ALKALIES
3028 MIXED ALKALIES
3030 MIXED CHROME PVC,CPVC,PP,PVDF ,LDPE,HDPE ,HALAR,SS
3030 MIXED CHROME
3030 MIXED CHROME
3030 MIXED CHROME
3030 MIXED CHROME
3032 DILUTED WASTE WATER PP,PVDF ,LDPE,HDPE, HALAR, SS
3032 DILUTED WASTE WATER
3032 DILUTED WASTE WATER
3032 DILUTED WASTE WATER
3032 DILUTED WASTE WATER
3032 DILUTED WASTE WATER
3032 DILUTED WASTE WATER
3033 COLT STREET OIL
3033 COLT STREET OIL
3034 HIGH & LOM FLASH SOLVENT MIXTURES PP,PVDF,LDPE ,HDPE,HALAR,CS
3034 HIGH & LOW FLASH SOLVENT MIXTURES
3034 HIGH & LOW FLASH SOLVENT MIXTURES
3037 MINERAL OIL FROM DEWAXING PVC,CPVC,PP,PVDF ,LDPE, HDPE ,HALAR
3040 MIXTURE OF HYDRAULIC, LUB, CUTTING OIL Cs,PVC
3040 MIXTURE OF HYDRAULIC, LUB, CUTTING OIL
30461 ECM FILTER CAKE
3041 ECM FILTER CAKE
3042 WASTE JET FUEL PVC,HALAR
3042 WASTE JET FUEL
3042 WASTE JET FUEL
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990
ITEM DESCRIPTION COMPATIBLE MATERIALS
3043 OILS/SOLVENTS MIXTURES HALAR, PVC
3043 OILS/SOLVENTS MIXTURES
3043 O!LS/SOLVENTS MIXTURES
3043 OILS/SOLVENTS MIXTURES
3043 OILS/SOLVENTS MIXTURES
3043 OILS/SOLVENTS MIXTURES
3043 OILS/SOLVENTS MIXTURES
3044 PCB BURNABLE SOLIDS
3044 PCB BURNABLE SOLIDS
3044 PCB BURNABLE SOLIDS
3044 PCB BURNABLE SOLIDS
3044 PCB BURNABLE SOLIDS
3046 PAINT SLUDGE HALAR,SS,CS
3046 PAINT SLUDGE
3046 PAINT SLUDGE
3046 PAINT SLUDGE
3046 PAINT SLUDGE
3046 PAINT SLUDGE
3046 PAINT SLUDGE
3047 NON-RCRA SOLIDS
3047 NON-RCRA SOLIDS
3058 DEOXIDIZER SOLUTION (PS 174) PVC,CPVC,PP,PVDF,LPDE,HDPE, HALAR,SS
3059 ALKAL! CLEANER (HD) PHOSPHATE FREE (PS 344) PVC,CPVC,PP ,PVDF,HALAR, SS
3059 ALKAL! CLEANER (HD) PHOSPHATE FREE (PS 344)
3059 ALKAL] CLEANER (HD) PHOSPHATE FREE (PS 344)
3059 ALKALI CLEANER (HD) PHOSPHATE FREE (PS 344)
3065 ALKALI CLEANER (LOW TEMP.) (PS 350)
3067 SULFURIC ACID & MURIATIC ACID (PS 352) PVC,CPVC,PP,PVDF,LPDE, HDPE , HALAR
3068 PHOSPHORIC ACID INHIBITED (PS 21) PP, HALAR
3070 SODIUM BISULFATE & WATER (SPMC-14) PVC,CPVC,PP,PVDF,LDPE ,HDPE , HALAR
307 PCB'S TRANFORMERS
3071 PCB'S TRANFORMERS
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

1TEM DESCRIPTION COMPATIBLE MATERIALS
3083 PCB BURNABLE CAPACITORS (>3#'s OIL)

3083 PCB BURNABLE CAPACITORS (>3#'S OIL)

3083 PCB BURNABLE CAPACITORS (>3#'s OIL)

3085 MAT'LS W/RADIOACTIVE THORIUM

3091 #6 FUEL OIL & WATER PP,CS
3091 #6 FUEL OIL & WATER

3091 #6 FUEL OIL & WATER

3097 HYDROGEN PEROXIDE SOLUTION (SPS 82) PVC,CPVC,PP,PVDF,LPDE,HDPE, HALAR, SS
3099 CUTTING POLYMER-NALCO 2175 (PMC 9331)

4013 POWDER, PLASMA SPRAY, NICKEL-LLOY (PWA 1317)

4018 POMOER, PLASMA SPRAY (PWA 1322) PVC,CPVC,PP,PVDF ,LDPE, HDPE , HALAR
4048 OIL WITH CHLORINATED SOLVENTS HALAR,SS,CS
4048 OIL WITH CHLORINATED SOLVENTS

4048 OIL WITH CHLORINATED SOLVENTS

4048 OIL WITH CHLORINATED SOLVENTS

4048 OIL WITH CHLORINATED SOLVENTS

4048 OIL WITH CHLORINATED SOLVENTS

4049 B3 OIL WITH HALOGENATED SOLVENTS

4049 B3 OIL WITH HALOGENATED SOLVENTS

4050 B2 OIL W/1000 PPM TOTAL HALOGEN

4050 B2 OIL W/1000 PPM TOTAL HALOGEN

4050 B2 OIL W/1000 PPM TOTAL HALOGEN

4050 82 OIL W/1000 PPM TOTAL HALOGEN

4050 B2 OIL W/1000 PPM TOTAL HALOGEN

4051 B1 OIL

4051 B1 OIL

4051 B1 OIL

4051 B1 OlIL

4051 B1 OIL

4051 B1 OIL

4051 B1 OIL

4053 JET A FUEL FILTERS PVC,HALAR
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TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

1TEM DESCRIPTION COMPATIBLE MATERIALS
4053 JET A FUEL FILTERS

4053 JET A FUEL FILTERS

4054 RAGS CONTAMINTAED WITH JET FUEL PVC,HALAR
4054 RAGS CONTAMINTAED WITH JET FUEL

4054 RAGS CONTAMINTAED WITH JET FUEL

4054 RAGS CONTAMINTAED WITH JET FUEL

4055 SOLID DEBRIS CONT. (PMC 9252 & PMC 9015)

4056 TRAP ROCK WITH FUEL OIL PP,CS

4057 HIGH FLASH OIL (PMC 9252, 9015) ppP,CS

4059 CHLORINATED SOLVENT (PMC 9356) HALAR,SS,CS

4059 CHLORINATED SOLVENT (PMC 9356)
4061 ALKALI CLEANER (PS 362)

4063 ELECTROLESS NICKEL PLATING SOLU. (PS 359) PVC,CPVC,PP,PVDF,LDPE, HDPE ,HALAR,SS
4085 SOLVENT (PMC 9832)

4100 PETROLEUM SOLVENT PVC,CPVC,PP, HALAR

4111 BETZ ENTEC 312

4112 METAL HYDROXIDE SLUDGE

4116 EPOXY PRIMER & ALUM,MEK (PWA 568,569 PMC 9076) LDPE , HALAR

4116 EPOXY PRIMER & ALUM,MEK (PWA 568,569 PMC 9076)
4116 EPOXY PRIMER & ALUM,MEK (PWA 568,569 PMC 9076)
4123 CADMIUM

4127 MIXED WASTE ACID

4127 MIXED WASTE ACID

4128 POTASSIUM HYDROXIDE CS,HALAR, SS
4128 POTASSIUM HYDROXIDE

4131 1,1,1 TRICLOR & WATER HALAR,SS,CS
4131 1,1,1 TRICLOR & WATER

4131 1,1,1 TRICLOR & WATER

4131 1,1,1 TRICLOR & WATER

4134 LAB PACKS - COMBUSTIBLES

4134 LAB PACKS - COMBUSTIBLES

4134 LAB PACKS - COMBUSTIBLES
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MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
4135 LAB PACKS - FLAMMABLE

4135 LAB PACKS - FLAMMABLE

4135 LAB PACKS - FLAMMABLE

4135 LAB PACKS - FLAMMABLE

4135 LAB PACKS - FLAMMABLE

4136 LAB PACKS - OXIDIZERS

4136 LAB PACKS - OXIDIZERS

4136 LAB PACKS - DXIDIZERS

4139 SODIUM HYDROXIDE SOLUTION PVC,CPVC,PP,PVDF, HALAR, SS
4139 SOD1UM HYDROXIDE SOLUTION

4140 NICKEL CAOMIUM BATTERIES

4161 MERCURY (ST. MANIFEST FOR RECLAIM) PVC,CPVC,PP,PVDF, HALAR, SS,CS
4141 MERCURY (ST. MANIFEST FOR RECLAIM)

4145 SERMETEL CONTAMINATED FILTERS

4145 SERMETEL CONTAMINATED FILTERS

4148 CORROSION INGIBITOR (OIL BASED)(PMC 9332)
4159 LAB PACKS - ORM-A SOLIDS

4161 LAB PACKS - HW LIQUID OR SOLID

4161 LAB PACKS - HW LIGUID OR SOLID

4161 LAB PACKS - HW LIQUID OR SOLID

4162 LAB PACKS - CORROSIVE SOLIDS

4162 LAB PACKS - CORROSIVE SOLIDS

4163 LAB PACKS - CORROSIVE LIQUIDS

4163 LAB PACKS - CORROSIVE LIQUIDS

4163 LAB PACKS - CORROSIVE LIQUIDS

4163 LAB PACKS - CORROSIVE L1QUIDS

4163 LAB PACKS - CORROSIVE LIQUIDS

4164 LAB PACKS - POISON B LIQUIDS

4164 LAB PACKS - POISON B LIQUIDS

4164 LAB PACKS - POISON B L1QUIDS

4165 LAB PACKS - POISON SOLIDS

4165 LAB PACKS - POISON SOLIDS

Page 16



) )
TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD,” CONNECTICUT
DECEMBER 1990
1TEM DESCRIPTION COMPATIBLE MATERIALS
4166 LAB PACKS - FLAMMABLE SOLIDS
4166 LAB PACKS - FLAMMABLE SOLIDS
L1686 LAB PACKS - FLAMMABLE SOLIDS
4166 LAB PACKS - FLAMMABLE SOLIDS
4168 POLYOXALKYLATED GLYCOL PART B (PMC 411B)
417 CHROME CONTAMINATED SOLID WASTE
4171 CHROME CONTAMINATED SOLID WASTE
417 CHROME CONTAMINATED SOLID WASTE
“in CHROME CONTAMINATED SOLID WASTE
4174 PERCHLOROETHYLENE AND WATER $s,CS
4174 PERCHLOROETHYLENE AND WATER
4176 BERRYLLIUM COMPOUND
4178 RAGS/DEBRIS WITH MEK OR TOLUENE PP, LDPE, HALAR, SS, CS
4178 RAGS/DEBRIS WITH MEK OR TOLUENE
4178 RAGS/DEBRIS WITH MEK OR TOLUENE
4178 RAGS/DEBRIS WITH MEK OR TOLUENE
4178 RAGS/DEBRIS WITH MEK OR TOLUENE
4178 RAGS/DEBRIS WITH MEK OR TOLUENE
4183 PCB FLUORESCENT LIGHT BALLAST
4183 PCB FLUORESCENT LIGHT BALLAST
4183 PCB FLUORESCENT LIGHT BALLAST
4183 PCB FLUORESCENT LIGHT BALLAST
4183 PCB FLUORESCENT LIGHT BALLAST
4183 PCB FLUORESCENT LIGHT BALLAST
4183 PCB FLUORESCENT LIGHT BALLAST
4183 PCB FLUORESCENT LIGHT BALLAST
4185 PAINT SLUDGE WITH LEAD
4186 ETHYLENE GLYCOL (NON RCRA LIQUIDS)
4186 ETHYLENE GLYCOL (NON RCRA LIQUIDS)
4186 ETHYLENE GLYCOL (NON RCRA LIQUIDS)
4190 HYDROGEN PEROXIDE (SPS 96) PVC,CPVC, HALAR, SS,
4192 GASOL INE HALAR, SS,CS
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MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
4194 PENETRANT (PMC 4350)
4194 PENETRANT (PMC 4350)
4194 PENETRANT (PMC 4350)
4195 ALKALINE PHOTOGRAPIC DEVELOPER
4195 ALKALINE PHOTOGRAPIC DEVELOPER
4196 ACID PHOTOGRAPHIC CHEMICAL
4196 ACID PHOTOGRAPHIC CHEMICAL
4197 ACID PHOTOGRAPHIC FIXER
4198 ALKALINE PHOTOGRAPHIC CHEMICAL
4198 ALKALINE PHOTOGRAPHIC CHEMICAL
4199 SOIL CONTAMINATED W/HYDROCARBONS HALAR,SS,CS
4205 FLUORESCENT PENETRANT (HI SENS.)(PMC 4353) PVC,CPVC, PP, PVDF, LDPE, HOPE , HALAR, CS
4208 2YGLO (PMC 4354) PP, HOPE
4209 CADMIUM SLUDGE
4209 CADMIUM SLUDGE
4209 CADMIUM SLUDGE
4209 CAOMIUM SLUDGE
4212 ORGANIC PEROXIDE (PMC 1620)
4216 PROPYLENE GLYCOL (PMC 1867) ss
4216 PROPYLENE GLYCOL (PMC 1867)
217 PETROLEUM DISTILLATE
4218 TONER POWDER - SOLID
4221 SUPER AGITENE-CLEANING COMPOUND
4223 OIL TO4225 (TRAIL ORDER) (4225) WALAR,SS,CS
4225 OIL SLUDGE CONTM. W/ CHLOR. SOLVENT HALAR,SS,CS
4225 OIL SLUDGE CONTM. W/ CHLOR. SOLVENT
4225 OIL SLUDGE CONTM. W/ CHLOR. SOLVENT
4225 OIL SLUDGE CONTM. W/ CHLOR. SOLVENT
4235 ELECT> DISCHARGE MACH EDM FLUID (PCM9239)
4236 HI SPEED CUTTING OIL, HVY DTY (PMC 9252) PP,CS,PVC, CPVC
4237 LOW SPEED CUTTING DIL, HVY DTY (PMC 9253) PP,CS,PVC, CPVC
4239 METAL CUTTING COMPOUND, OIL TYPE (PMC 9214) PVC, CPVC, LDPE , HDPE, CS
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MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
4242 SPINDLE LUBRICATING OIL (PMC 9801) PP,PVC,CPVC,PP,PVDF ,HDPE, HALAR,CS
4243 COMPOUNDED HYDRAULIC OIL (PMC 9814) PVC,CPVC,PP,PVDF ,LDPE,HDPE ,HALAR,CS
4248 ETCHING SOLUTION (HMI) SXHNO3 PVC,CPVC,PP,PVDF  LDPE,HDPE HALAR,CS
4249 RAGS & BURN. CONT. W/ 1,1,1 TRICH (PMC 9056) HALAR,SS,CS
4249 RAGS & BURN. CONT. W/ 1,1,1 TRICH (PMC 9056)
4249 RAGS & BURN. CONT. W/ 1,1,1 TRICH (PMC 9056)
4249 RAGS & BURN. CONT. W/ 1,1,1 TRICH (PMC 9056)
4249 RAGS & BURN. CONT. W/ 1,1,1 TRICH (PMC 9056)
4250 ALKALINE ULTRASONIC CLEANER (SPMC - 7) PVC,CPVC,PP,PVDF HALAR,CS
4251 CITRIKLEEN AND WATER (PMC 1481)
4252 EDM OIL FILTERS PP,CS,HALAR
4252 EDM OIL FILTERS
4252 EDM OIL FILTERS
4254 EDM WATER FILTER
4255 W WATER W/CL HYDROCARBON-NON-HAZ Ccs,PvC
4255 W WATER W/CL HYDROCARBON -NON-HAZ
4255 W WATER W/CL HYDROCARBON-NON-HAZ
4256 RAGS/DEBRIS W/D001 SOLVENT
4256 RAGS/DEBRIS W/D0O01 SOLVENT
4256 RAGS/DEBRIS W/D001 SOLVENT
4256 RAGS/DEBRIS W/D00T SOLVENT
4257 RAGS/DEBRIS WF002 SOLVENT
4257 RAGS/ODEBRIS WFO02 SOLVENT
4257 RAGS/DEBRIS WF002 SOLVENT
4257 RAGS/DEBRIS WF002 SOLVENT
4257 RAGS/DEBRIS WF002 SOLVENT
4257 RAGS/DEBRIS WF002 SOLVENT
4258 RAGS/DEBRIS W/ D001,F002 SOLVENT PVDF,HALAR, SS,CS
4258 RAGS/DEBRIS W/ D001,F002 SOLVENT
4258 RAGS/DEBRIS W/ D0OO1,F002 SOLVENT
4259 RAGS/DEBRIS W/ PERCHLOROETHYLENE (PMC 9015) Ss,CS
4259 RAGS/DEBRIS W/ PERCHLOROETHYLENE (PMC 9015) &?
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MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT

DECEMBER 1990
ITEM DESCRIPTION COMPATIBLE MATERIALS
4264 SPADONE SLUDGE
4267 TRICHLOROETHYLENE FILTERS PVDF, HALAR, SS, CS
4268 OIL RAGS & DEBRIS PVC, HALAR, CS
4268 OIL RAGS & DEBRIS
4268 OIL RAGS & DEBRIS
4268 OlL RAGS & DEBRIS
4268 OIL RAGS & DEBRIS
4269 JET FUEL WITH CHLORINATED SOLVENTS PVC,CPVC, PVDF, HALAR
4269 JET FUEL WITH CHLORINATED SOLVENTS
4270 DILUTE OILY WASTE WATER PVC, HALAR, CS
4270 DILUTE OILY WASTE WATER
4270 DILUTE OILY WASTE WATER
4270 DILUTE OILY WASTE WATER
4271 WATER W/OIL, TH . 1000 PPM PVC, HALAR, CS
4271 WATER W/OIL, TH . 1000 PPM
4272 IGNITABLE PAINT FILTERS
4273 SOIL CONTAMINATED W/CHLOR. SOLVENT PVDF, LDPE, HOPE , HALAR, SS, CS
4275 ELECTROLESS NICKEL SOLUTION
4276 WASTE WATER - ALKALI CLEANING TANK
4276 WASTE WATER - ALKALI CLEANING TANK
4277 NICKEL CONTAMINATED FILTERS
4277 NICKEL CONTAMINATED FILTERS
4277 NICKEL CONTAMINATED FILTERS
4281 DEGREASER BOTTOMS (PMC 9015) PP,PVDF, LDPE, HDPE, HALAR,SS,CS
4282 DEGREASER BOTTOMS (PMC 9056) PP,PVDF, LDPE, HOPE, HALAR, SS,CS
4282 DEGREASER BOTTOMS (PMC 9056)
4282 DEGREASER BOTTOMS (PMC 9056)
4283 STILL BOTTOMS FROM SOLVENT RECOV. (PMC 9056) PP,PVDF,LDPE, HDPE , HALAR, SS, CS
4283 STILL BOTTOMS FROM SOLVENT RECOV. (PMC 9056)
4283 STILL BOTTOMS FROM SOLVENT RECOV. (PMC 9056)
4283 STILL BOTTOMS FROM SOLVENT RECOV. (PMC 9056)
4283 STILL BOTTOMS FROM SOLVENT RECOV. (PMC 9056)
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MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

1TEM DESCRIPTION COMPATIBLE MATERIALS
4284 JET FUEL & WATER PVC, HALAR

4284 JET FUEL & WATER

4284 JET FUEL & WATER

4287 HOLTEN CARB. SOLV. (PMC 9009,9015, PCN 9694) PVC,CPVC,PP,CS

4288 MACHINING FLUID PVC,CPVC,CS

4288 MACHINING FLUID

4289 10 5527 PVC, CPVC,CS

4289 10 5527

4290 CYANIDE CONTAMINATED DEBRIS

4290 CYANIDE CONTAMINATED DEBRIS

4290 CYANIDE CONTAMINATED DEBRIS

4291 SPENT METAL POMDERS

4291 SPENT METAL POMDERS

4292 SPENT CARBON FROM NICKEL BATHS

4293 TRICHLOROETHYLENE - SLUDGE, DEBRIS PP,PVDF,LDPE, HDPE , HALAR, SS
4294 WOOD PALLETS - NON HAZ. (NON RCRA SOLIDS)

4295 WAX WITH 1,1,1, TRICHLOROE THANE PP,PVDF,LDPE, HDPE , HALAR, SS,CS
4295 WAX WITH 1,1,1, TRICHLOROE THANE

4295 WAX WITH 1,1,1, TRICHLOROE THANE

4296 WATER SOLUBLE GLUE - RH (NON RCRA LIQUIDS)
4305 ZINC ACETATE SOLUTION ACID TEST (NON RCRA LIQUIDS)
4306 WASTE CLOTHING FROM DECONTAMINATION (NON RCRA SOLIDS)

4307 CAUSTIC SODA SOLUTION (PS 292) PVC,CPVC, PP, PVDF, LDPE , HDPE , HALAR, SS
4308 PAINT SHOP DEBRIS WITH MEK (PMC 9076) PP, LDPE, HALAR

431 CARBON ANODES WITH CYANIDE PVC,CPVC, PP, PVDF, LDPE , HDPE, HALAR
4313 ALKALT SOLUTION WITH CHROME PVC,CPVC,PP,PVDF, HALAR, SS

4313 ALKALI SOLUTION WITH CHROME

4313 ALKALI SOLUTION WITH CHROME

4315 PAINT THINNER (NON SPECIFIED) PP,PVDF, LDPE, HDPE, HALAR, SS,CS
4316 FILTERS & DEBRIS CONTAM.

4320 BIOPEN PENETRANT & WATER

4321 1,1,1, TRICHLOR & WATER (PH,2)(PMC 9056) PP,PVDF,LDPE, HDPE, HALAR, SS, CS
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4325 MERCURY CONTAMINATED DEBRIS PVC,CPVC, PP, PVDF , LDPE , HDPE, HALAR, SS, CS
4325 MERCURY CONTAMINATED DEBRIS

4329 LAB PACKS-FLAMMABLE L1QUID, CORR

4329 LAB PACKS-FLAMMABLE LIQUID, CORR

4330 LAB PACKS-CORROSIVE LIQUID OX.

4332 PCB SM. BURN. CAPACITORS (3 LBS OIL)

4332 PCB SM. BURN. CAPACITORS (3 LBS OIL)

4332 PCB SM. BURN. CAPACITORS (3 LBS OIL)

4333 EP TOXIC FILTERS (CHROMIUM)

4333 EP TOXIC FILTERS (CHROMIUM)

4333 EP TOXIC FILTERS (CHROMIUM)

4334 1,1,1 TRICHLOROETHANE & VASOLINE (PMC 9056)

4335 NON-RCRA ACID BURNABLES (NON-RCRA SOLIDS)

4336 NON-RCRA ALKALI BURNABLES

4337 EMPTY DRUMS - <50 PPM PCB (PCB BURNABLES)

4338 EMPTY DRUMS - <50 PPM PCB (PCB BURNABLES)

4342 LAB PACK - NON RCRA NON DOT (LAB. CHEMICALS)

4343 LAB PACK - COMPRESSED GAS, FLAMMABLE

4344 BRAZING SALT AND BRICK

4345 BURNABLE LIQUID<S0 PPM PCB (PCB'S LIQUID)

4345 BURNABLE LI1QUID<50 PPM PCB (PCB'S LIQUID)

4345 BURNABLE LIQUID<50 PPM PCB (PCB'S LIQUID)

4345 BURNABLE LIQUID<50 PPM PCB (PCB'S LIQUID)

4345 BURNABLE LIQUID<50 PPM PCB (PCB'S LI1QUID)

4346 DILUTE WATER - BULK FUEL TANKS (DILUTE WASTE WATER)  PVC,HALAR
4347 FLAMMABLE SOLVENT

4347 FLAMMABLE SOLVENT

4348 LAB PACK - LITHIUM BATTERIES

4348 LAB PACK - LITHIUM BATTERIES

4349 ALKALINE CLEANER FOR OIL (PMC 1411,9271)

4350 LAB PACK - ORGANIC PEROXIDE (LIQUID)

4351 RAGS & DEBRIS MISC. NON CHLOR. SOLV. PP,PVDF, LDPE, HDPE, HALAR, CS

pPage 22



TABLE 7
MATERIALS COMPATIBILITY
PRATT & WHITNEY
EAST HARTFORD, CONNECTICUT
DECEMBER 1990

ITEM DESCRIPTION COMPATIBLE MATERIALS
4351 RAGS & DEBRIS MISC. NON CHLOR. SOLV.

4351 RAGS & DEBRIS MISC. NON CHLOR. SOLV.

4352 SCREENED CRUDE SULFER (NON HAZ SLUDGE)

4353 SAWDUST CONTAMINATED WITH JET FUEL

4356 ALKAL INE DEGREASING

4355 SOIL CONTAMINATED WITH JET FUEL PVC, HALAR

4358 PAINT AND CHLOR. SOLVENT MIXTURE PP, LDPE, HDPE, HALAR, SS, CS

4360 1,1,1 TRICH & WAX - RECLAIM (PMC 9056) PP,PVDF,LDPE, HOPE, HALAR, SS,CS
4363 PRE - IMPREGNATED FIBERGLASS CLOTH

4364 LIGHT BALLAST WITH PCB NON REGULATED

4364 LIGHT BALLAST WITH PCB NON REGULATED

4365 CONT. DEBRIS < 50 PPM PCB NON-REGULATED

4365 CONT. DEBRIS < SO PPM PCB NON-REGULATED

4368 BBX SOLUTION & OIL (NON RCRA L1QUIDS)

4369 POLYSULFIDE RUBBER COMPOUND (PWA 426)

4370 CONCRETE/SOIL WITH CYANIDE PVC,CPVC,PP,PVDF, LDPE , HOPE , HALAR
4371 EDM FILTERS (D00O)

4372 NICKEL BRAZE STRIP

373 BLEND TANK WASTE - MIXTURE

4373 BLEND TANK WASTE - MIXTURE

4374 LAB PACK - COMPRESSED GAS NON RCRA

4376 LAB PACKS - FLAMMABLE/CHROME LI1QUID

4377 METAL POWDER (D001)

4379 COLT STREET SKINNER TANK

4379 COLT STREET SKINNER TANK

4380 MASKANT W/ PP,PVDF,LDPE, HDPE, HALAR, SS,CS
4382 ALKALINE CLEANER - TURCO 5948

4383 ALKALI SLUDGE WITH C

4384 JET FUEL M <50 PPM PCB PVC, HALAR

4385 PAINT SCRAPINGS (F005) (D0OB)

4386 SOLIDS CONTAMINATED W/ FOOS

4387 ECM SOLV. NON RCRA (PS 251) PVC,CPVC,PP,PVDF , LDPE, HDPE , HALAR
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4389 FILTER PAPER WITH LOW MELT ALLOY

4390 LAB PACK WASTE WATER SOLID

4393 CONCRETE W/ CHROME, CYANIDE SOLV. PVC,CPVC,PP,PVDF ,LDPE , HDPE , HALAR

Note: B8lanks typically indicate insufficient information except where item numbers are the same.

PVC - Polyvinyl Chloride

CPVC - Chlorinated Polyvinyl Chloride

PP - Polypropylene

PWF - Polyvinylidene Fluoride

LOPE - Low Density Conventional Polyethylene
HDPE - High Density Polyethylene

SS - Stainless Steel

CS - Carbon Steel
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